INSTITUT GUMARENSKE TECHNOLOGIE A TESTOVANI, A.S.
RUBBER TECHNOLOGY AND TESTING INSTITUTE, Pic.
INSTITUT FOR GUMMITECHNOLOGIE UND PRUFWESEN, A.G.
A.O. <AHCTUTYT TEXHONOIM PE3UHbI U UCNIBITAHUA»

—————— Spoleénost je zapsana v obchodnim rejstfiku vedeném Krajskym soudem v Brné, oddil B, viozka 818 ——————)

\\‘\\UI’II,’/I
N N\
DN\ 7~

14078

Zlin 20*"June 2023 E8*75R00/19*1483*00

Trelleborg Wheel Systems Moto d.o.o. |
1 Skofjeloska cesta 6 1
3 4000 Kranj
‘g SLOVENIA

Communication concerning the approval and notification of approval number and |
inspection report issued by Inspection body IGTT

Tyre type fully complies requirements of ECE/UN R75.

4

Enclosed you will find the Communication concerning the approval of your tyres according
to ECE/UN Regulation No. 75

On the base of this approval you are entitied to produce in your factory tyres of the
dimension:

130/80B17 MITAS ENDURO TRAIL E-07 65H

{ |
| with the approval number : E8 75R - 001483 L
| date of inspection . 20%" June 2023 l
| |

inspector's name : Vaclav Horelka

Sincerely yours,

K__/‘ . :

Vaclav Hofelka |

Head Of Tyre Approval Department
Head Of Inspection Body IGTT
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Ministerstvo dopravy Ceské republiky
Ministry of Transport of the Czech Republic
NabreZi L. Svobody 12, 110 15 Praha 1, Czech Republic

OSVEDCENIi o ™
UDELENi HOMOLOGACE
ROZSIRENIHOMOLOGACE

=
ODEBRANIHOMOLOGACE SENLAY

COMMUNICATION concerning (:

APPROVAL GRANTED

ARPPROVAL EXTENDED

ARRROVAL REELISED
ARPROVALWITHDRAWN

PRODUCTIOMN DERINITELY DISCOMTINUED

typu pneumatiky pro motocykly a skutry podle Predpisu €.75
of a type of pneumatic tyre for motorcycles and mopeds pursuant to Regulation No. 75

Homologace &.:

Approval No.. E8*75R00/19*1483*00
1. Jméno a adresa vyrobce
Manufacturer's name and address:
2, Oznaceni typu pneumatiky @
Tyre type designation @
21 Znacka(y) / obchodni znamka(y)
Brand name(s) / trademark(s)
2.2 Obchodni popis / obchodni jméno :
Trade description(s) / commercial name(s) :
3. Nazev a adresa zastupce vyrobce
(je-li potiebné)
If applicable, name and adress of
manufacturer's representative
4, Souhrnny popis
Sumarized description
4.1. Oznacéeni rozméru plasté
Tyre size designation
4.2. Kategorie uziti
Category of use
4.3. Konstrukce
Structure
4.4. Kategorie rychlosti
Speed category symbol
4.5. Indexy nosnosti
Load capacity index
4.6. U pneu All Terrain (AT) symbol ur€ujici

referenéni husténi
For All Terrain (AT) tyres, the symbol
identifying the reference pressure

Rozsireni ¢.:
Extension No.: N/A

Viz pftiloha ¢. 1 tohoto osvédceni
See Annex 1 of this approval certificate

MITAS

ENDURO TRAIL E-07

N/A

130/80B17

nommalni/zimni/moped/terénni/specidini (1
normal/snow/meped/alHterrain-(AT)/special (!

diagonalni / radidlni / smiSena ™
diagonal / radial / bias belted O
H

65

N/A
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5. Technicky servis a pfipadné 8/E:
zkusebni laboratof schvalena pro IGTT a.s. - Institut gumarenské
Ucely schvalovani nebo pro ovéfovani technologie a testovani, a.s.
shodnosti Rubber Technology and
Technical service and where Testing Institute, Comp.
applicable, test laboratory additional Sternberska 446, Louky,
approved purposes of approval or of 763 02 ZLIN,
verification of conformity CZECH REPUBLIC
6. Datum protokolu, vydaného touto
zkuSebnou 18.01.2023, 18.01.2023
Date of report issued by that service 20.01.2023, 20.01.2023
7. Cislo protokolu, vydaného touto
zkuSebnou 2023-396, 2023-394
Number of report issued by that service 2023-399, 2023-400
8. Duvod pro rozsifeni (je-li potfebné)
Reason (s) of extension (if applicable) N/A
9. Poznamky
Any remarks N/A
10. Misto Praha
Place Prague
1. Datum
Date
_ R
12. Podpis
Signature

13. K osvédéeni je prilozen seznam dokumentd obsazenych v homologacénich podkladech
ulozenych u homologaéniho organu, ktery udélii homologaci, a které lze obdrzet na
vyzadani.

Annexed to this communication is a list of documents in the approval file deposited at
the Approval Authority which has considered this approval and which can be obtained upon
request.

Seznam dokument
List of documents

- Zadost o udéleni homologace / Application for approval

- Vykresy bocnice a béhounu plasté / Drawing of the tyre sidewalls and tread

- Kétovany vykres priéného fezu plasté / Dimensioned drawing of tyre cross — section
- Protokol o zkousce dle bodu 7. / The test report as mentionted in item 7.

@) Nehodici se Skrtnéte
Delete that which does not apply
2) Seznam znaéek / ochrannych znamek nebo obchodnich popisti / obchodnich nazvi

muze byt pfilohou k tomuto osvédéeni
A list of brand name(s)/trademark(s) or trade description(s)/commercial name(s) may be
annexed to this communication

E8 75R 001483
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Pfiloha €. 1 - Jméno a adresa vyrobce

Annex 1 — Manufacturer's name and address:

Tyre Manufacturer (1)

SYAM Trelleborg Tires LLP

Plot No. 521, Sayakha Industrial Estate,
Near Village Juned, Taluka Vagra,

Dist. Bharuch, Gujarat, Pin-392140, INDIA

Tyre Manufacturer (2)

Trelleborg Wheel Systems Czech Republic a.s.
Vyrobni usek Zlin, Sedesata &.p. 5638

762 02 Zlin, CZECH REPUBLIC

Tyre Manufacturer (3)

Trelleborg Wheel Systems Moto, d.o.0.
Skofjeloska cesta 6

4000 Kranj, SLOVENIA
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APPLICATION FOR APPROVAL OF A TYPE OF PNEUMATIC TYRE
FOR MOTORCYCLES AND MOPEDS ACCORDING TO ECE REGULATION No. 75

E8 75R - 001483

41.1. Tyre size designation: 130/80B17
4.1.2. Manufacturers name, tyre name: MITAS, ENDURO TRAIL E-07
4.1.3. The category of use: SNOW
4.1.4.  Structure (diagonal, bias belted, radial): BIAS BELTED
415. The speed category: H
4.1.6. The load-capacity index of the tyre: &
4.1.7. Tube type or Tubeless: TUBELESS/TUBE TYPE
4.1.8. Normal or Reinforced: NO
TREAD: 2 POLYESTER+ 2
. oo ARAMID
4.1.9.  Ply rating number of tyres for motor cycle derivatives: | qipEwALL: 2 POLYESTER
The overall dimensions
4.1.10. overall section width:
Overall section width: 135,8 mm
overall diameter:
Overall diameter: 662.0 mm
4.1.11. The rims on which the tyre can be mounted: ggg}; 2.75-17,3.00-17,
4.1.12. The measuring rim and test rim: 3.00-17
4.1.13. The test and measurement pressure g;:;g:;sgu;eg:‘?rfp ;80 KPa
4.1.14. Factor x /
4.1.15. Max allowed speed for load-capacity defined in 4.1.6. | 210 <™/P

Manufacturer's name and address:

Tyre Manufacturer (1)

SYAM Trelleborg Tires LLP

Plot No. 521, Sayakha Industrial Estate,
Near Village Juned, Taluka Vagra,

Dist. Bharuch, Gujarat, Pin-392140.

Tyre Manufacturer (2)

Trelleborg Wheel Systems Czech Republic a.s.
Vyrobni usek Zlin, Sedesata ¢.p. 5638

762 02 Zlin, CZECH REPUBLIC

Tyre Manufacturer (3)

Trelleborg Wheel Systems Moto d.o.o.
Skofjeloska cesta 6,

4000 Kranj, Slovenia

Stemberské 446, Louky
63 02 Zlin, Czech Republic
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Trelleborg Wheel Systems Czech Republic a.s., Svehlova 1900/3, Zabghlice, 106 00 Praha

TRELLEBORG TEST REPORT No. 2023 -396

1. Customer:

L 1253

TTC Zlin, Sternberska 446, Louky. 763 02 Zlin

Testing Laboratory No.1253, accredited by Czech Accreditation Institute
according CSN EN ISO/IEC 17025:2018

Trelleborg Wheel Systems Moto, d.o. ~ Requirement No.: DLI/23013

LSkofeloska cesta6  Dept.: tMoto Kran Task: ¢O]M2023/DLI
4000 Kranj ] Project No.: ’70001004 o -
Slovema - 7 i Application date: J\ 13. Ol ?0’73
Responsrble ‘ Mr ‘Loncaric“ ' Report issue date: \ 18.01.2023
Test motive: Prototype tyres V1 (ECE homolog,atron) 70001004 (224133)

2. Tested sample Tyre | | Sort: M | Ident.No: | 54575J

‘Name Mrtas Enduro Trail E-07 -

Desrgnatronl Vi Product [TWSIndra ‘Approval \-” ” i
Ll:| 65 SS: \H o | 290kPa | PR LR B ‘Type TL/TT M+SM
Weight: ‘[ 766 kg Measurmg, rrmu 00x17 ,i,,, ‘DOP ’4622 t

3.Test: Measurement of tyre dimensions - S - i
Method: MZR-M-003 lacoredited ]

4. Test condition: Testing machme | J Drum: ‘ }mm Amblent temperature | 2545°C |
Testmgrlm \3 00x17 \ Inﬂatlon’ 280‘kPa \h - 7 ‘
Load: o ‘daN Drum speed km/h bhp’ O‘“ Camber o
Cycle mm/max ‘ ‘ ‘ Track mm/max | o [ ikm

5. Results:

6. Evaluation:

7. Appendix:

8. Warning:

Approved by: Laboratory quality manager RNDr. Petr SliZ

Overall drameter 662 mm ( M+S limits: from 634 to 665 mm)
; (MST limits: from 640 to 665 mm)
‘Overall width: 135,8 mm (M+S/MST limit: 142/162 mm)

Undergo cycles \ Underoo track I ] km
Criterion ‘deﬁned in ECE R75
Udiam: 0,6 mm Uwidth: 0,6 mm; 1

U: Expanded uncertainty = multiplying the combined standard uncertainty by a coverage factor k=2,
what for normal drstrlbutron have a level of conﬁdence of 95%

‘1 . Measurement of the tyre dimensions

1cst rcsults are concerning thls sample only. Il is stron01) prohlbrted to copy any part of
this report without permission of the Testing Laboratory. The results apply to the sample
as received.

ologace/pneumatik ;
Ste berské 446, Louky
1/2 763 , Czech Republic

IC/D: 4900080 DIC/VAT: C248500080




Annex to protocol No.: 23- 396  Measurement of tyre dimensions

Prnted:  19.01.2023

Sample No 54575 Tyre size: 130/80B17  Mitas Enduro Tra Method: MZR-M-003
Tyre Tyre width at six points on circumference Overall tyre

Date of [inflation| cicumf. 1 2 3 4 5 6 width |diameter
measurement| kPa mm mm | mm | mm | mm | mm | mm mm mm
| 18.01.2023 | 280 | 2080 | 1375,"87i 1354 | 135.1 | 135,7 | 1352 | 1354 | 135,8 | 662
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Trelleborg Wheel Systems Czech Republre a.s., Svehlova 1900/3, Zab&hlice, 106 00 Praha

TRELLEBORG TEST REPORT No. 2023 -394
TTC Zlin, Sternberska 446, Louky. 763 02 Zlin

Testing Laboratory No.1253, accredited by Czech Accreditation Institute
L 1263 according CSN EN ISO/IEC 17025:2018

1. Customer: Trelleborg Wheel Systems Moto, d.o. Requirement No.: [DLL23013

Skoﬁeﬂlroékarcesta6 - ~ Dept.: ]Moto Kran Task: \01M2023/DLI
4000 Kranj ~ Project No.: ‘70001004 |
‘Siovenia | - Application date: ‘ ]37017 ;073
Responsible: ‘[ | Mr Loncanc 7 ‘ Report issue date: 18 01 2023
Test motive: Prototype tyres Vl (ECE homologatlon) 70001004 (224133) l
2. Tested sample: Tyre - } Sort: M Ident. No.: ‘L 54575\
Dlmensmnwl;b/SOBl? | Name: Mitas Enduro Trail E-07 i
Desronatron\l Vi ) a Product TWS India ‘Approval - |
Lt 65 ss:H | 1P| 290kPa | PR LR: B | Type LT M+S/M\
Weight: 766\ kg Measurmg rim3, 00x17 - ‘ DOT- DOP: 4622 ‘
|
3.Test: \81dewall lettering inspection 7 |
Method: !KP»B;‘M-‘OOB - mf‘iaccredited
4. Test condition: Testing machine:L ) J Drum:| ‘ ~ -mm Ambient temperature t25i5°C
Testing rim: :3 00x17 } lnﬂatlon 290kPa ‘ ‘
Load: | ‘daN | iDrum speed km/h Slrpr ‘0f° ‘Camber: Of
Cyc]emm/max‘ I Track mrn/max | ~ km

5. Results: 1See appendix of protocolZ3-0739éi - N L ‘

Undergocycles: | Undergo track: km

6. Evaluation: Criterion [deﬁned in ECE-R75and other standards 7 ‘

U: Expanded uncertainty = multiplying the combined standard uneertainty by a eoyerage féetor'kf-Z; N
what for normal distribution have a level of conﬁdence of 95%

7. Appendix: |1 Tyre lettermg inspection

8. Warning: Test results are concerning this sample onl\ It is stronul) plohxbrled to copy any part of
this report without permission of the Testing Laboratory. The results apply to the sample
as received.

Approved by: Laboratory quality manager RNDr. Petr Sliz ~ — . #2"

GTT a.s. N
hymolog pneuma
&tdrnberska 448, Louky
763\Q2 Elin, Czech Republic
900080 DIEVAT: CZ48800080

12




Annex to report No.: 23 - 394 Tyre lettering inspection Printed: 18012023
Sample No.: 54575 Size: 130/80B17 Mitas Enduro Trail E-07 Method:  KPB-M-003
[ Date: | 17.01.2023 |
| Dimension of approval mark: ! " :
diameter of circle: | O‘ mm l 3
height of letter E: \ 'OJ mm | y E 8 i‘ Ih E
height of number: 'L (3; mm a 2= 8 mn min |
height of text 75R....: } 0 mm | 75 R - 002439 $d i

i | ¢ = 3 pun min |
Sidewall lettering: B |

b >=4 mm (min): “ 3]‘ mm b TUBELESS M+ S
Measured where (text): ;Tﬁbéless - E
Size designation (text) : EYés
Structure (diagonal/bias belted/radial): B - {

Trade name (mark): 'Yes \

Speed category (mark): 7Yesi .

Load capacity (mark): Yes J
Ply rating (mark): ‘vNo 7}

TUBELESS (text): Yes

REINFORCED or REINF (text): ;r;oj
M+S or M.S or MaS (mark): Yesﬁ ‘

MST (mark): Yes \ Visible defects or damages: No - |
Date of production (wwyy): yes QC check mark (stamp): [No \
M/C (mark): Yes ' Manuf.name or country of or J\?es B

MOPED or CYCLOMOTEUR (text): o »! TWI markings: f’Y'e's': |

(W) for $S>270km/h: No | [DP(mark): No |

Running rotation (mark): ‘Yes ‘ NHS (mark): No 7

2/2




Trelleborg Wheel Systems Czech Republic a.s., SVehlova 1900/ 3, Zab&hlice, 106 00 Praha

TRELLEBORG TEST REPORT No. 2023 399
TTC Zlin, Sternberska 446, Louky, 763 02 Zlin

Testing Laboratory No.1253, accredited by Czech Accreditation Institute
L 1253 according CSN EN lSO/IEC 17025:2018

1. Customer: Trelleborg Wheel Systems Moto d 0. Requrrement No.: DLI/23013 o

‘Skofeloska cesta 6 ~ Dept. ‘Moto Kranl Task: ‘0] M2023/DLI
4000 Kran] Project No.: 70001904 | ]
Slovema 7 Application date: i ]3 0] 7023
Respon51ble ‘ Mr. ’Lonéaxié \ Report issue date: l 20.01 2707737

Test motive: \Prototype tyres Vi (ECE homologatlon) 70001004 (224133)
[T

2. Tested sample: {lyle 1 Sort: ‘M " Ident. No.: ’ 545:}61
Dlmen51on‘l30/8OBl7 ' Name: tMitae EprduroTrail E-07 o k
Designation o ‘Product TWS India iApprova] - J‘
Ll:i 65‘ SS ‘H ‘ IP: ‘7 290kPa \ PR LR: B ‘Type TL/TT M+S/M
Weight: | 7.7 kg Measuring nmig,oo'xn  DOT:- ;W}DOP.4622 |

3.Test: !Speed test . “ ) \
Method: RZ-M-003 |accredited

4. Test conditiorn: Testing machinettﬂ%kﬁﬁ} Drum:| 2000‘ mm Amblent temperature 38i3°C‘
Testing rim: %3,00){17 t Inflatlon 350kPa capped \
Load: l | 1‘85wfdaN | Drdtp speed: km/h Shpw ,Ol Camber: 0;
Cycle min/max:t ‘ 7 W Track mm/max . I B ikm

5. Results: Without failure.
Difference of tyre circumference at start and at end of test: 0.3 %

Undergo cycles: } B 76 662 Underoo track: ‘ 160 km

6. Evaluation: Criterion no defects and cncumf dlfference before and 6h after test max. i:.a 3%

U: Expanded uncertainty = multiplying the combined standarduncextainty by a coverage factor k?—2,
what for normal dlstrlbutlon have a level of confidence of 95%

7. Appendix: 1. Drum tyre test record

8. Warning: Test results are concerning this sample only. It is strongly prohibited to copy any part of
this report without permission of the Testing Laboratory. The results apply to the sample
as received.

Approved by: Laboratory quality manager RNDr. Petr Sliz ”{frf,r

ologace|pneumatik
12 Ste berskg 446, Louky
Czech Republic

80 DIC/VAT: C248900080




Appendix to protocol No.:  23- 399 Drum tyre test record printed: 20012023  Page 1 from 1

Sample No.: 54576 Dimension: 130/80B17 Mitas Enduro Trail Test: RZ-M-003

ID Test Date time Step duratior{Test duration| Speed | Load | Inflation | Radius | Surface] Room | Distance| Cycles Diameter/

No. stage dd.mm.rrrr hh.mm.ss | hhh:mm:ss | hhh:mm:ss | km/h daN kPa mm °C °C km defrl:;tion
1| Start | 19.01.2023 16:36:47| 000:00:00{ 000:00:00 350 37,2 663
2| Cont |19.01.2023 16:56:53| 000:20:00| 000:20:00] 90,0f 184 325 37,4 30 14 566 7
3| Cont |19.01.2023 17:06:55| 000:10:00| 000:30:00| 180,01 184 329 37,6 60 29 002 3
4| Cont ]19.01.2023 17:16:57| 000:10:00| 000:40:00| 190,0| 184 329 37,7 92 44 139 2
5] Cont |19.01.2023 17:26:59] 000:10:00| 000:50:00{ 200,1 184 330 37,9 125 60 042 1
6} Cont |19.01.2023 17:37:02] 000:10:00| 001:00:00] 210,0{ 184 331 38,0 160 76 662 1
7| Int:M | 19.01.2023 17:42:02| 000:05:00{ 001:00:00 37.8
8| Int:O | 20.01.2023 5:18:21] 011:36:19] 001:00:00 335 37.8 665
9| End 20.01.2023 5:18:24 000:00:03| 001:00:00 37,8

Tyre width immediately after end of test(mm): 137,0 - 137,1 - 136,8 - 137,0 - 136,9 - 137,2

Change of tyre circumference before test and 6h after test (%): 0,34

Cont=Continuation, Int=Interruption: M-compulsory check, O-operator check, K-radius low limit, H-inflation low limit, T-surface
temperature limit, S-tread or sidewall separation, C-cycles limit, D-distance limit, C-time limit, P-machine problem, A-current increase

2/2




Trelleborg Wheel Systems Czech Republic a.s., Svehlova 1900/3, Zab&hlice, 106 00 Praha

TRELLEBORG TEST REPORT No. 2023-400_ |
TTC Zlin, Sternberska 446, Louky. 763 02 Zlin o

, Testing Laboratory No.1253, accredited by Czech Accreditation Institute
L1253 according CSN EN ISO/IEC 17025 2018

1. Customer: Trelleborg Wheel Systems Moto, d.o. Requ1rement No.: DLI/23013 |

Skofjelogka cesta 6 Dept.: Moto Kran Task: 01M2023/DLI
4000 Kranj Project No.: | 70001004
»S]ovema ) Application date: 7]§071 777(7):)‘3
Responsrble Mr. Loncanc ‘ Repor’t issue date: ’ 20.01.2023
Test motlve Prototype tyres Vl (ECE homolonatlon) 70001064 (224153) 777777777777777
2. Tested sample: Tyre - Sort: ﬂ\/lii 77777 " Ident. No.: \A5h§76
Dimension 130/80B17 Name: tMltas Enduro Trail E-07
Designation | t2 Vlﬁiii Product: TWS India JApprovaI - \
Ll 65 SS:H | IP: ng()kpa ‘ PR LR B | Type TL/TT M+S/M‘
Weight 17 17 DOT:-  |DOP: 4622
3.Test: 1Dynamic growth test |
Method: |MDN-M-003 laccredited 7
4. Test condition: Testing machine';DNﬂ J Drum\ B ‘mm Amblent temperature %5f5°p|
Testing rim: ‘3 00x17 - ‘\ Inﬂatlon‘ 290kPa {capped ]
Load: [ 7 ‘daN Drum speed: \ 210km/h bhp O]"j Camber 0°
Cycle mm}max “ ’Track min/max: B ‘km

5. Results: Max. centrifugal radius of tyre at max. spieed: 338, mm (limit: 333‘,7 mm) ‘ - J
Overall width of tyre at max.speed: 127 mm (M+S limit: 143 mm) L t

Undergo CyC]CS ! UndeWO tr aCk ‘ ] km

6. Evaluation: Crlterlon \proﬁl doesn't exceed lmnt curve
U= 0 5 mm

U Ekpanded uncertainty = multiplying the combined standard uncertainty by a coverage factor k=2,
what for normal distribution have a level of confidence of 95%

7. Appendix: 1. Tyre profile record : S1-Test limit, S2-10 km/h, S3-210 km/h
|

8. Warning: Test results are c-oncemmg.this somple onbl}'. It is strongly prohibited to copy any part of
this report without permission of the Testing Laboratory. The results apply to the sample
as received.

Approved by: Laboratory quality manager RNDr. Petr Sliz -% r_'&.;i ' )
R s L N =
@ T a.s. :
homalogace pneumatik
12 terfiberska 446, Louky
= 02 Zlin, Czech Raepublic
IC/IR; 46900080 DIC/VAT: C246500080

<



Appendix to protocol No.: 23-400 Tyre profile record Printed: 2001202 Page 1 from 1
Sample No.: 54576 Dimension: 130/80B17 Mitas Enduro Trail Test: MDN-M-003

tyre . — 81 — 82
radius Measurement of tyre profile I _sa

mm
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